[bookmark: _GoBack]SP00706  (2018 Specifications: 03-01-18)

SECTION 00706 - EMULSIFIED ASPHALT SLURRY SEAL SURFACING

(Follow all instructions. If there are no instructions above a subsection, paragraph, sentence, or bullet, then include it in the project. The specifications may be modified to include project specific specifications, but all additions, deletions, or modifications must be sent to the ODOT Technical Resource and State Specifications Engineer for review and approval.)

Comply with Section 00706 of the Standard Specifications modified as follows:

00706.16  Tolerances and Limits - Replace the bullet that begins “The slurry consistency shall not…” with the following bullet:

The slurry consistency shall not vary more than plus or minus 0.2 inch from the job mix formula after field adjustments.

(Use the following subsection .23 when rollers are required.)

00706.23  Rollers - Add the following sentence to the end of this subsection:

This subsection is required on this Project.

(Use the following subsection .48 when rollers are required.)

00706.48  Rolling - Add the following sentence to the end of this subsection:

This subsection is required on this Project.
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